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Applicant :CHENGDU KANGLONGXIN PLASTICS CO.,LTD 
Address  :RM.2, 10TH FLOOR,FLAT C,SHOU ZUO BLDG., NO., NO.48, SECTION 4, RENMIN  

NAN ROAD, CHENGDU, 610041, CHINA 
 
Report on the submitted sample(s) said to be: 
Sample Name   :PC FILM 
Sample Description :Black plastic sheet 
Part No.   :KLX FRPC-1860B (KLX FRPC-1860-83、KLX FRPC-1860-83B、KLX 

FRPC-1860B-3、KLX FRPC-1860B-HY、KLX FRPC-1860B-K、KLX 
FRPC-1860W、KLX FRPC-1860、KLX FRPC-1860-K、KLX 
FRPC-1860-1、KLX FRPC-1860-HY、KLX FRPC-1860-NTC、KLX 
FRPC-1860B-NTC、KLX FRPC-1870B、KLX FRPC-1870B-K） 

Sample Received Date :Sep. 2, 2009 
Testing Period          :Sep. 2, 2009 to Sep. 3, 2009 

 

Test Requested :As specified by client, to identify if there is the Polyvinyl Chloride in the  
submitted sample. 

 

Measured Equipment :FT-IR 
 

Test Result(s): Please refer to the following page(s). 
 
 
 
 
 
 
 
 
 
 
 
Tested   by                                    Inspected by                       
 
Approved by                                    Date             Sep. 4, 2009                

Technical Manager 
No. 11367820 
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Test Result(s):                                        
 

Tested Item(s) Conclusion 
Polyvinyl Chloride (PVC) Negative 

Note:     -Negative = Not Contained 
Remark:  As the client’s declaration that the submitted sample is the same material as the 

sample of the test report(Report No.RLSZB000305010001). The test results of the 
sample of this report copy from the results of the test report(Report No.  
RLSZB000305010001). 

 
Photo of the sample   

 

 
 
 
 
 
 

*** End  of  report *** 
 
This report is considered invalidated without the Special Seal for Inspection of the CTI,  This report shall not be 

altered, increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without written 

approval of CTI, this test report shall not be copied except in full and published as advertisement. 

 

 

Building C, Hongwei Industrial Zone, Baoan 70 District, Shenzhen 


